
REFERENCE : BM20001A01

DESCRIPTION : Motorbike Strap

WIDTH MATERIAL

Breaking Strength (BS) in daN BS / 3    in daN BS in daN BS / 2 in daN LC Interm.
Inferior to 7% stretch 

rate under LC tension

Test Method 

(drawing)
LC in daN

Additional 

Test Method* 

(drawing)

LC in daN

* Tests on 15 straps 

* Depending on use

WEBBING RESISTANCE TEST* INTERMEDIATE ANALYSISWHOLE STRAP*

TESTS ACCORDING TO STANDARD AFNOR EN 12195-2

25mm PES HT

740,9 246,97 234,7 117,35 117,35 Yes 115

FINAL RESULT


